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MID OCEAN BRANDS B.V..

UNIT 201, 2/F., LAFORD CENTRE,838 LAI CHI KOK ROAD, CHEUNG SHA WAN,KOWLOON, HONG KONG.

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : MO9448.

SGS Job No. : NBHL1806008434CW - NB.

Country of Origin :. CHINA.

Country of Destination :. EUROPE.

Style No. :. MO9448.

Date of Sample Received :. 05 Jun 2018.

05 Jun 2018 - 11 Jun 2018.Testing Period :.

Test Requested :. Selected test(s) as requested by client..

Test Method :. Please refer to next page(s)..

Test Results :. Please refer to next page(s)..

Result Summary :.

Test Requested. Conclusion.

Bisphenol-A. See Results.

Iris Xiao.

Approved Signatory. . .

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Ningbo Branch.
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Test Results :.

Test Part Description :.

Specimen No.. SGS Sample ID. Description.

SN1. NGB18-027541.001 Black plastic lid.

SN2. NGB18-027541.002 Milky silicone rubber ring.

Remarks :

                 (1) 1 mg/kg = 0.0001%

                 (2) MDL = Method Detection Limit

                 (3) ND = Not Detected ( < MDL )

                 (4) "-" = Not Regulated

Bisphenol-A.

Test Method :. Extraction by organic solvent, analysis by HPLC-FLD / HPLC-MS..

MDLTest Item(s). Unit.

mg/kg.

001. 002.

0.1 ND NDBisphenol-A.
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Sample photo:.

NGBHG1802754101

NGB18-027541.001.

NGBHG1802754101

NGB18-027541.002.
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NGBHG1802754101

.

SGS authenticate the photo on original report only.

*** End of Report ***.
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